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FIRST CONCORD INDUSTRIAL LTD 
FLAT B, 31/F, EGL TOWER, NO. 83 HUNG TO ROAD,  
KWUN TONG, KLN HK 
 
THIS REPORT SUPERSEDES ALL PREVIOUS DOCUMENTS BEARING THE TEST REPORT NUMBER 
HKHL1212049385TC. 
 
The following samples were submitted and identified on behalf of the client as: 
CONCORD 
 
Style / Item No. : SEE ATTACHMENT 
Sample Receiving Date : DEC 17, 2012 
Test Performing Date : DEC 17, 2012 – DEC 21, 2012 
 
 

Test Requested Conclusion 

 European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its 

amendments –  Phthalates content 

(Selected tests item as specified by the applicant, please refer to test result 

page(s) for details) 

PASS 

 Di-n-hexyl phthalate (DnHP) content SEE RESULT  

 
 

******** For Further Details, Please Refer to the Following Page(s) ******** 
 
 
 
 
 
 
Signed for and on behalf of  
SGS Hong Kong Ltd. 

 
Cheung Cheuk Fung, Henry 
Senior Chemist 



                                                                                  
 
 Test Report No.HKHL1212049385TC-01 Date:  DEC 28, 2012 Page 2 of  4 

 

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for 
electronic format documents, subject to Terms and Conditions for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx. Attention is drawn to the limitation of 
liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only 
and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and 
obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the 
content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. 
 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. 
 
 

 

ATTACHMENT: 
 
1000 SERIES 
1001-XXA, 1002-XXA, 1003-XXA, 1004-XXA, 1005-XXA, 1006-XXA, 1007-XXA, 1008-XXA, 1022-XXA, 1001-
XXD, 1002-XXD, 1001-XXG, 1002-XXG, 1101-XXA, 1102-XXA, 1103-XXA, 1104-XXA, 1105-XXA, 1106-XXA, 
1107-XXA, 1108-XXA, 1101-XXD, 1102-XXD, 1101-XXG, 1102-XXG, 1201-XXA, 1202-XXA, 1203-XXA, 1204-
XXA, 1205-XXA, 1206-XXA, 1207-XXA, 1208-XXA, 1214-XXA, 1201-XXD, 1202-XXD, 1201-XXG, 1202-XXG, 
1301-XXA, 1302-XXA, 1303-XXA, 1301-XXD, 1302-XXD, 1301-XXG, 1302-XXG 
 
2000 SERIES 
2001-XXA, 2002-XXA, 2003-XXA, 2004-XXA, 2005-XXA, 2006-XXA, 2007-XXA, 2008-XXA, 2001-XXD, 2002-
XXD, 2001-XXG, 2002-XXG, 2011-XXG, 2012-XXG, 2101-XXA, 2102-XXA, 2103-XXA, 2104-XXA, 2105-XXA, 
2106-XXA, 2107-XXA, 2108-XXA, 2101-XXD, 2102-XXD, 2101-XXG, 2102-XXG, 2201-XXA, 2202-XXA, 2203-
XXA, 2204-XXA, 2205-XXA, 2206-XXA, 2207-XXA, 2208-XXA, 2201-XXD, 2202-XXD, 2201-XXG, 2202-XXG, 
2301-XXA, 2302-XXA, 2303-XXA, 2309-XXA, 2301-XXD, 2302-XXD, 2301-XXG, 2302-XXG 
 
3000 SERIES 
3001-XXA,3002-XXA, 3003-XXA, 3004-XXA, 3005-XXA, 3006-XXA, 3001-XXD, 3002-XXD, 3001-XXG, 3002-
XXG, 3101-XXA, 3102-XXA, 3103-XXA, 3104-XXA, 3105-XXA, 3106-XXA, 3101-XXD, 3102-XXD, 3101-XXG, 
3102-XXG, 3201-XXA, 3202-XXA, 3203-XXA, 3204-XXA, 3205-XXA, 3206-XXA, 3201-XXD, 3202-XXD, 3201-
XXG, 3202-XXG, 3301-XXA, 3302-XXA, 3303-XXA, 3301-XXD, 3302-XXD, 3201-XXG, 3202-XXG 
 
4000 SERIES 
4001-XXA,4002-XXA, 4003-XXA, 4004-XXA, 4005-XXA, 4006-XXA, 4007-XXA, 4008-XXA, 4009-XXA, 4010-
XXA, 4011-XXA, 4012-XXA, 4013-XXA, 4014-XXA,4015-XXA, 4001-XXD, 4002-XXD, 4101-XXA, 4102-XXA, 
4103-XXA, 4104-XXA, 4105-XXA, 4106-XXA, 4107-XXA, 4108-XXA, 4109-XXA, 4110-XXA, 4111-XXA, 4112-
XXA, 4101-XXD, 4102-XXD, 4101-XXG, 4201-XXA, 4202-XXA, 4203-XXA, 4204-XXA, 4205-XXA, 4206-XXA, 
4207-XXA, 4208-XXA, 4209-XXA, 4210-XXA, 4211-XXA, 4212-XXA, 4201-XXD, 4202-XXD, 4201-XXG, 4301-
XXA, 4302-XXA, 4303-XXA, 4304-XXA, 4305-XXA, 4306-XXA, 4307-XXA, 4308-XXA, 4009-XXA, 4010-XXA, 
4011-XXA, 4012-XXA, 4322-XXA, 4301-XXD, 4302-XXD 
 
5000 SERIES 
5001-XXA, 5002-XXA, 5001-XXD, 5001-XXG, 5101-XXA, 5102-XXA, 5101-XXD, 5101-XXG, 5201-XXA, 5202-
XXA, 5201-XXD, 5201-XXG, 5301-XXA, 5302-XXA, 5301-XXD, 5301-XXG 
 
FC SERIES 
65A, 70A, 75A, 80A, 85A, 90A, 95A, FC65A, FC70A, FC75A, FC80A, FC85A, FC90A, FC95A, FC65AU, 
FC70AU, FC75AU, FC80AU, FC85AU, FC90AU, FC95AU 
 
OTHER SERIES 
G00126. G151262-6, G303392-2, G403392-4, A302532, A351172-4, A35043, A35043-2, A351172-4, 
A400932-2, A401804, A420982, A450333, A452512, A450922, A451372-2, A450332, A45094KS-3, A501592, 
A503012, A502532-4, A503962-4, A503962-8, A505782-5, A500332, A500932-3, A552822, A550242, 
A552532-4, A553012,A602512-5, A602532-4, A601842, A602512-6, A602512-7,A602822, A600762-3, 
A606332-3, A650242, A700242-2, A701842, A702822, A702822-2, A702532-2, A750932, A750572, A851842-
3, A802532-7, A901612, A901842, A902532-3, A901612, A952672, A951442, D502462, D501602-2 
 
Remark: 
XX=0-95 
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Test Results : 
 
European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its amendments –  
Phthalate content 
  
Method: With reference to CPSC-CH-C1001-09.3 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) 
 
Materials can be placed in the Mouth 
 

Test Item(s)   Result(s) (%) MDL (%) 
Permissible 

Limit (%) 

Specimen No.  1 -- -- 

Dibutyl phthalate (DBP) ND 0.003 -- 

Benzyl butyl phthalate (BBP) ND 0.003 -- 

Bis-(2-ethylhexyl) phthalate (DEHP) ND 0.003 -- 

Di-“isononyl” phthalate (DINP) ND 0.010 -- 

Di-n-octyl phthalate (DNOP) ND 0.003 -- 

Di-“isodecyl” phthalate (DIDP) ND 0.010 -- 

Total (DBP+BBP+DEHP)  ND -- 0.1 

Total (DINP+DNOP+DIDP)  ND -- 0.1 

  
Specimen Description: 

1. Transparent cream soft plastic (Grain) 

 
Note: - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - % = percentage by weight 

 - Results shown as ND are ignored in the sum calculation 
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Di-n-hexyl phthalate (DnHP) content 
 
Method: With reference to CPSC-CH-C1001-09.3 
Analysis was performed by Gas Chromatography Mass Spectrometer (GC-MS) 
 

Test Item(s)  Result(s) (%) MDL (%) 

Specimen No.  1 -- 

Di-n-hexyl phthalate (DnHP) ND 0.003 

  
Specimen Description:  

1. Transparent cream soft plastic (Grain) 

 
Note: - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - % = percentage by weight 

 
 
Sample Photo:  
 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
 

 


